
QUALITY REMARK: AEPD
QUALITY REQUIREMENT NUMBER 256
A PART FROM THE SAME HEAT, FORGE LOT AND SOLUTION HEAT TREAT LOT AS THAT
CONTAINING THE 50, 100TH, 200TH AND EVERY 200TH PART THEREAFTER MUST BE
CUT UP AND TESTED PER THE APPROVED PURCHASER SUPPLIED AUDIT TEST PLAN.
SEND THE REPORT OF TEST RESULTS TO THE PURCHASER WITHIN NINETY /90/ DAYS
FROM SHIPMENT OF ANY PART FROM THE FORGE LOT DESCRIBED ABOVE.

THE REMNANT OF THE AUDIT FORGING MUST BE MARKED WITH THE PART NUMBER,
ALPHANUMERIC SERIAL NUMBER, CUT-UP FREQUENCY NUMBER AND FORWARDED TO THE
PURCHASER EITHER PACKAGED BY ITSELF OR WITH OTHER AUDIT FORGINGS.


